
TABLE IV-10

Composition of Typical

Calelne Composition

Fe203

A1203

MnO*

U308

NiO

SiOz

NaZO

Zeolite

NaN03

NaNOz

NaA102

NaOH

NaZSO~

42.0 wt %

8.5

11.8

3.9

5.2

3.8

4.7

8.8

2.6

0.2

0.2

3.9

1.3

a. Glass will contain

b. Average density of

SRP Borosil icate Glassa’b

Frit Composition

Si02 52.S wt %

B203 10.0

NaZO 18.5

Li*O 4.0

CaO 4.0

TiOz 10.0

28 wt % calcine.

glass will be 2.7 g/cm3.
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